Galvanised Post Specification Sheet

It is certified that the Hot Dipped Galvanised ERW Steel Pipes described below was Manufactured, Sampled, Tested &
Inspected in accordance with the tolerance as per EN 1S0:1461/ EN 10219-1_2006 & EN 10219-2_2019 and Galvanised
accoring to EN : 10240 Quality (where applicable), as well as buyer’s requirements and has been found to meet the
specification requirements also in compliance with construction products regulation.

MILI/MATERIAL/MANUFACTURER'S TEST CERTIFICATE

T.C. No. : GLM/2025/QA/PL-171/00 1 DTD.  : 08.10.2025 c €

To,

M/s- DHF PRODUCTS LTD. Inv. No. : SILGLM2526/00133
UNIT 3, WHINFIELD INDUSTRIAL ESTATE Inv. Date : 08.10.2025
WHINFIELD WAY P.L No. : GIL/2025-2026/171
ROWLANDS GILL, TW NE39 1EH P.O.Nn. :

DOP NO : GLM/2025/DOP/285

We certify that the Circular Hot Dipped Galvanized ERW Steel Pipes described below was Manufactured, Sampled, Tested & Inspected in accordence with the tolerance as per EN 10219-1_2006 & EN 10219-2_2019 and Galvanized according to EN ISO 1461/ EN10240 Quality, as well as buyer's requirements and has been found
to meet the specification requirements alse in compliance with construction Products regulation.

PIPE SIZE Chemical Analysis (%) Mechanical Properties
:'; o K | tengtn | Grade | SteelNo. ;:‘; “”;ﬁ:::“" No. Of Bundlie | No. Of Pipes | Qtyin Mir. N;:‘L"T""' pieat ::j ot ::‘O "!";n" 05:; . a::;,;s % n’:";’g ;:a vsT uts E1% FE::":E,/ Mﬂcnc:::":in Remarks
(M) (MMm) (vitr) M‘“ Max “‘m 4 M o i n'n“ N‘m (275 Min) MPa {410-560) MPa 17 Min
Circular Hot Dipped Galvanized ERW Steel Pipes according to EN 10219-1_2006 & EN 10219-2_2019 §275J0H / Plain Ends.
1| 7610 3.00 2.00 S275J0H | L0149 GIPE 37 3 11 222.00 1123 BO45773 0.050 0722 0.006 0.013 0.071 0.006 0.170 370 466 30 PASSED o8
2 | 7610 3.00 2.50 S275J0H | 1.0149 GIPE 37 5 185 462.50 2339 BO45773 0.050 0.722 0,006 0.013 0.071 0.006 0.170 370 466 30 PASSED 95
3 | 7610 3.00 3.00 S275I0H | 10149 GIPE f: '; 237 711.00 3.605 BO45773 0.050 0.722 0.006 0.013 0.071 0.006 0170 370 166 30 PASSED 90
4 | 7610 3.00 3.60 S275J0H | 1.0149 GIPE i; Z 281 1011.60 5128 B045773 0.050 0.722 0.006 0.013 0.071 0.006 0.170 370 466 30 PASSED 922
5| 7610 3.00 400 S275J010 | 10149 GIPE 37 3 185 740.00 3752 BU45773 0.050 0722 0,006 0.013 0.071 0.006 0.170 370 456 30 PASSED 8
6 | 76.10 3.00 6.00 S275J0H | 1.0149 GIPE 37 1 37 222.00 1123 B045773 0.050 0.722 0.006 0.013 0.071 0.006 0.170 370 466 30 PASSED 922
7 | 8890 3.20 100 §27530H | 10149 GIPE 19 4 76 304.00 1923 25101852 0.050 0.508 0006 0020 0.082 0.006 0.135 378 481 30 PASSED 92
8 | 88.90 3.20 5.00 S27500H | 10149 GIPE 19 2 38 190.00 1.202 25101852 0.050 0.508 0.006 0.620 0.082 0.006 0.135 I 481 30 PASSED 94
9 | 8890 3.20 6.00 S175I0H | 10149 GIPE 19 2 38 228.00 1442 25101852 0.050 0.508 0.006 0.020 0.082 0.006 0.135 378 481 30 PASSED 9%
10 | 11430 | 360 400 S275J0H | 1.0149 GIPE 19 2 38 152.00 1.397 AS566620 0.087 0.400 0.010 0,016 0.009 0.004 0.151 389 490 29 PASSED 90
11 | 11430 | 360 5.00 S275J0H | 10149 GIPE 19 2 38 190.00 1.756 A366620 0.087 0.400 0.010 0.016 0.009 0,004 0.154 389 490 29 PASSED 95
TOTAL = 41 1264 4433.10 24.790

It is further certified that the above mentioned pipes confirm to the dimensional and weight tolerance of the specification.
The pipes have been found confirming to the Zinc Coating Test, Adhesion Test and Uniformity Test (where applicable).
All pipes are supplied with anti rust coating.

All pipes have been checked visually and found free from internal & external defects.
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